
Sales SpecificationBARIUM
CARBONATE
                     (China) 

Item

Purity

Moisture

Insoluble in HCL

Total sulphur

Fe

Results

99.3%

0.058%

0.027%

0.204%

0.0010%

standard

99.2%min

0.30%max

0.15%max

0.25%max

0.004% max


